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7) ABSTRACT

New direct laminated floor, of the kind that contain, on their
surface, cellulose sheets impregnated in polymerisable
resins, on which some characteristics have been drawn and
where, once pressed and mechanised, the finished strips
have an offset/sunk area on the peripheral edge and the
optic/tactile texture of the surface corresponds and adapts to
the characteristics drawn on the cellulose sheets.

For application in the construction industry.
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